THE ART OF RUG WEAVING & DESIGN TIPS
HANDMADE NEPALESE-TIBETAN RUGS 
Nepalese-Tibetan rugs are unique in their high density knotting system. The feel and texture of knotted rugs will depend on the quality and nature of the materials used and the number of knots/sq. inch. Hence, in contrast to most Persian and Turkish carpets, Tibetan rugs are soft, thick and flexible.  The best quality Tibetan rugs have a tight, dense weave and a thick, deep pile.

Design Tips
· Do use “The Beat of the East” mood board as this is an integral part of the brief

· It is important to submit a design which can be made into a rug.  To understand how a hand-knotted rug is made see below. 

· Any design detail can only be as fine as 100 knots per inch or 720 x 1080 pixels. 

· A hand-knotted rug can involve cut pile and/or loop pile.  Up to two different heights for each can be specified to create added texture.
· Loop pile, if specified, is more normally used for the pattern element rather than the background.  
· A good rug design can be viewed from any side i.e. multi directional.
· Less colour is often better – a colour palette of just 4 to 6 colours can create an effective rug design.
The processes involved in the rug weaving are:
	Wool Herding 
Tibetan sheep wool is used. Pure white wool and other impurities are separated to get the best white wool, which is hand-washed in spring water. 



	Carding 
Carding is the process of combing and cleaning the wool. Since wool is the basic raw material for rug making, it needs to be fine and clean. For effective carding, the fibres are straightened and foreign particles and dirt removed. This helps with subsequent spinning, blending and wool mixing. Carding can also be done using machines. 

	Spinning 
After carding, the wool fibres are drawn and twisted to make yarn in the desired thickness. This process is called spinning. Soft yarn at 5-7 twists per inch is considered ideal for rugs. Spinning is a traditional skill of Nepalese people and generally the wool is spun by hand. Hand spinning creates the best yarn for rugs ensuring elasticity and strength. 

	Dyeing 
The wool can be dyed either using natural vegetable or synthetic dyes. Using natural dyes is more complicated and the colours obtained are not strong, but special effects can be created. Synthetic dyes permit brighter colours in a wide variety of shades, which is not possible with natural dyes. 



	Weaving 
The weaving is done on a vertical loom using traditional Nepalese -Tibetan knotting techniques. It is a creative task, which is performed by three or four weavers according to the size of the rug. The knot density of Nepalese-Tibetan rugs range from 40 to 125 knots per square inch. 



	Trimming 
The sharp design & pattern is carved out by scissors from the woven rugs. This is a very delicate process and one false cut can ruin the whole rug.



	Washing 
After a rug is trimmed it is then washed with fresh water using household chemicals to ensure any dirt or germs are removed and the natural sheen of the wool is restored. The rug is then dried out in the sun for 4-5 days. 

	Stretching 
After washing and drying, the rugs are stretched from all four sides using metal frames and hooks. This helps to maintain the shape of the rug. 



	Final Finishing 
The rug is then trimmed again to remove any odd yarns and after vacuum- cleaning, it is packed ready for shipping.
For further information please visit http://www.rugmark.org.uk/rugs/handmade-carpet-craft-of-oriental-rugs.shtml 
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